
0.060.03V
0.100.11Ti
54.514.20Ca

12.418.73K
3.321.22Mg
9.937.71Na
0.010.01Be
0.810.11Ba
0.450.04Sr
3.711.65Tl

Concentration 
in TMP (mgkg-1)

Concentration 
in BKP (mgkg-1)Element

Metals Profile of Bleached Kraft Pulp and TMP



1.420.00Sn

0.150.07Cd

0.520.23Mo

2.791.24As

5.341.63Se

57.7537.30S

19.858.85P

25.7020.90Si

4.930.29B

59.913.30Al

35.6024.05Zn

679.50517.5Cu

2.551.86Ni

0.220.10Co

7.751.28Fe

2.070.092Mn

0.160.12Cr

Concentration 
in TMP (mgkg-1)

Concentration 
in BKP (mgkg-1)Element
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